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ABSTRACT

A test has been develcoped for comparing resistance of
materials such as armor plate against direct attack by high
explosive, Impacts were made on 1-1/2 inch thick plates of
mild steel, STS armor and 2024-T4 aluminum alloy. At this
thickness level, STS was most resistant to fracture, fol-
lowed by mild steel and aluminum alloy in decreasing order
of merit., Direct attack implies & sulid-to-solid contact
between explosive and test material. A shock wave developed
in a small candle of high explosive was transmitted to the
test surface through a measured thickness of plastic acting
as a gap degrader, The degrading effect was controllable
so that a shock could be identified which was just suf-
ficient to initiate internal cracking. Some particulars
of shock wave behavior were deduced from a study of sec-
tioned impacts.
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FOREWORD

This investigation was made under Naval Proving Ground
Foundational Research Project No. NPG-T-1801-4, “Impact
Perforasince of Ordnance Materials®™. The tests were carried
out in the period from June 1954 to June 1956,

The application of the gap degrader principle was
based upon suggestions made by Dr., S. J. Jacobs, Chief of
Detonation Division; Naval Ordnance Laboratery (refer-
ence (a)). The explosive impacts and ultrasonic inspections
- yore conducted by LTJG J. W, Gorman, Firing Officer, Haval
Proving Ground. The illustrations were prepared by
Nrs. B, F. Berry.

This report was reviewed for technical accuracy by:

¥. W. MEYERS, Head, Devslopment Division
Warhead and Terminal Ballistics Laboratory

C. Bo GREEN, Assistant Director (Technical Applications)
Warhead and Terminal Ballistics Laboratory

R Ho LYDDANE, Director
Warhead and Terminal Ballistics Laboratory
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Damage ratings after explosive attack can be based upon
comparison of bulges or scabs produced at the back of the
plate. This type of failure includes both initiation gnd
propagation of fracture. A criierion of initiation frac-
ture only was sought in the present method to simplify
evaluation. Initiatien of internal fracture was deter-
mined approximately by means of ultrasonic inspection and
confirmed by sectioning critical inpactl.

The mechanism of internal fracture in direct explosion
attack is relatively simple at a first approximation. The
initial »lastic compression wave reflects as & tension vave
from the back surface and acquires maximum tensile effect
after 1t has returned past interference from the remainder
of the oncoming elastic compression wave. This distance is
ebout half a wave length measured from the back of the
plate, If free tension exceeds the material strength it
will cause internal fracture.’ The,strcngth<critor;on is a
dynamic property and was designated "critical normal frac-
ture stress®™ in reference (b).

Shock wave phenomena appear more difficult on further
analysis. Besides the elastic compression wave and its
reflection, there is a slower plastic wave., Rebound of the
face after explosion creates additional tension waves
(roforonco (¢))o The existence of “tension tails® to

expanding compression waves has been shown in reference (d)o

A theoretical study in reference (e) postulated five dis-
tinet regions in the wave before reflection. Numerous
reflections and interactions of these waves are possibdles.

Since the present study was directed mainly toward a
comparison of materials, impulsive loading phenomena were
not investigated directly. However, some interesting
effects are described which took piace as a result of
diminishing shock through the range of fracture initiation.

DESCRIPTION OF MATERIAL

Three materials were tested in the same plate thickness
of 1-1/2 inches: mild steel, STS armor and 2024-T4 aluminum
alloy. The plates were taken from stock at the Naval Prov-
ing Ground; the quality was believed to be average for the
grade. The steel compositions were as follows:
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C Mn P "8 si Ni Cr
Mild steel O0.23 0.48 6.%53 6%%%5 6%%8 e
STS armor  0.30 0,16 0.011 0.020 0.09 3.12 1.32

The 2024-T4 aluminum plate was not analyzed but the nominal
alloy content is 4.5 percent copper, 0.6 percent manganese
and 1.5 percent magnesium. Some physical properties are
described later.

The method of applying a shock impulse is illustrated
in Figure 1. The explosive candle was a cardboard tube
-contalner packed with 0,27 pound of composition C-4 plastic
high explosive, using care to produce uniformity in a series
of charges. :

A critical feature of the test is the preparation of
precision-molded plastic disk degraders of variable thickness
and a high degree of surface flatness. The mold design
shown in Figure 2 was based on an English technique for
pressing flat disks described in reference (f).

"At room temperature the diameter of the aluminum disks
is slightly less than the internal diameter of the cylinder
but due ‘to aluminum having a larger coefficient of expansion
than steel, the aluminum disk diameter is slightly greater
‘at the molding temperature, about 250¢C. The aluminum disks
therefore act as a seal preventing the material exuding into
the annular gap between the piston and cylinder while the
material is molded.... The disks, with the specimen sand-
wiched between them, are easily removed from the cold mold
and are then sheared off the specimen.®

The. tight seal enabled close control of disk thickness
by weighing the charge of molding compound. The two-inch
diameter disks ranged from 1/8 to 5/8 inch in thickness;
larger standoffs were obtained by stacking. The molding
compound was medium flow Tenite acetate (Tenite I) desig-
nated 036A-29873-M, clear transparent. A trisl lot was
supplied gratis for development work by Eastman Chemical
Products, Inc., Kingsport, Tennessee. The hardness of the
molded plastic was approximately 75 Rockwell R. After
light rubbing on fine emery paper, the disks were flat

CONFIDENTIAL 3

PRUR .

e e o = o e e e .t Ot 1% < =




‘CONFIDENTIAL ' NPG REPORT NO, 1535

within a few thousandths of an inch. A thin film of sili-
cone stopcock grease was applied to hold stacked disks
together and onto the plate surface. Stacking disks for
large standoff is believed to have introduced no serious
side effects other than changing thickness. It has been
verified experimentally that built-in interfaces do not
materially alter compression waves (reference (d)).

The 1-1/2 inch thick test plates were cut approximately
8 inches wide by 24 inches long and the longitudinal edges
were ground or machined smooth to provide a good surface
for application of the ultrasonic searching unit. The steel
plates required light face grinding to provide a smooth.
surface for attaching plastic disks. The aluminum plate
surface was sufficiently smooth without grinding. In making
an explosion test, the plate was held level and supported
around the edges of the explosion area by square bars laid
on a heavy armor plate base.

A test series was started with a close standoff which
allowed a substantial bulge to form on the back of the plate.
Subsequent impacts were made at increasing standoffs and
the bulge gradually disappeared. From then on the impacted
zone was inspected ultrasonically after each explosion. A
Sperry type UR reflectoscope was used as shown in Figure 3.
Part of the ultrasonic energy was reflected from the inter-
nally damaged zone behind an impact and appeared as Mpips"®
on the reflectoscope screen, Figure 4. HReduction in pip
height was gradual as plastic standoff increased until
only small remaining pips suggested that internal fracture
had ceased. The worked metal without fracture produced
some reflection. A series was concluded when it was be-
lieved that standoff had been increased to a thickness
sufficient to prevent internal cracks. All tests were made
at ambient temperature.

RESUL D DISCUSSION

Impact Effects

Data on the individual explosions are listed in Table 1
and the faces of impacted plates are shown in Figure 5.
Macrostructures and hardness patterns of sectioned impacts
are illustrated in Figures 6,7 and 8. The shaded part of
a hardness pattern extends over the zone where hardness had
been increased definitely above that of the base metal. The
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sone is a ' probable indication of the extent of heavy defor-
mation produced by a plastic shock wave. Conversely, zones
showing no serious work-hardening in the path 6f an impulse
4are considered to have been traversed by elastic waves only.

In the hardness patterns corresponding to first appear-
ance of internal cracks in 8TS (Figure 7, 0.70 inch stand-
off) and aluminum alloy (Figure 8, 1.52 inch standoff) the
cold-worked zones are separated from the fractures by un-
worked metal., This is believed to show that the initial
fractures resulted from elastic wave action alone and is
a confirmation of the reflected wave theory. At lower
standoffs where scab fracture existed, the work<hardened
zone tended to overlap fractures and it is not certain
that scab fracture was caused entirely by elastic reaction.
Mild steel in Figure 6 did not show the same relation
between work-hardening and fracture because the plastic
wave appeared to have traveled much faster in relation to
‘the elastic wave. It will be shown under microstructure
that mild steel underwent a special type of plastic defor-
mation from shock known as mechanical twinning. Twinning
.permits plastic deformation with smaller relative atonm
movement than slip and therefore it could be expected to
proceed at a faster rate than ordinary slip deformation.

Internal fracture changeg correlated with decreasing
.standoff in Pigures 6, 7, 8 and 9 revealed that crack initia-
tion occurred at a distance from the back surface greater
than the thickness of the scab layer which, at less standoff,
lifted and formed a bulge. The relation between these two
locations of internal cracking was not clear, apparently
they coexisted at low standoff. The contingency must be
considered that the dual fracture locations may have been
some peculiarity of the method of testing.

Input of shock energy should be some function of
standoff distance; therefore, a general comparison was made
of all three plates on the basis of standoff in Figure 10,
It was evident that STS had greater resistance to internal
fracture than the same thickness of mild steel or aluminum
alloy. Comparing only the latter two, mild steel showed
a s8light superiority on a basis of equal thickness. This
investigation is being continued to determine the relative
performance of these materials at the same weight per
square foot. '
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Tensile Properties ¢

The sketch in Figure 11 shows that tensile properties
were measured at a position close to that of the shock
fractures. Special tensile tests were made in the thick=~
ness direction since the fractures would be similar in
orientation to initiation or scabbing fractures. The
results are given in Table 2. i

Reduction of area in the thickness direction is an
important measure of ductility in the direction of the
principal stress from the shock wave. This value was rela-
tively high in all three plates, being about four-tenths
of the corresponding values from standard longitudinal and
transverss tests. STS in particular had a high value of
29 percent reduction in area (thickness). This resulted
partly from a condition of good steel cleanliness confirmed
later by the microstructure. The thickness tests also gave
superior nominal tensile strength values for notched over
unnotched specimens. This indicated desirable insensitivity
to notch brittleness at the ambient test temperature. The
STS steel again had a very good value for this ratio.

Relating tensile data to the steels in Figures 6 and 7,
it was noted that both mild steel and STS had about the
same thicknees of scab layer and depth of initiation frac-

" ture notwithstanding the great difference in tensile strength.

Aluminum fractures in Figures 8 and 9, however, showed a
greater relative depth of both layers although the strength
was about that of mild steel.

Microstructure

Impacts which gave initiation fractures ornly were
examined and the photomicrographs are shown in Figures 12
and 13. The typical fracture was composed of flat steps
or breaks parallel to the plate surface and joined together
by irregular shear fractures.

Inclusions, if associated at all with direct explo-
sion fracture, must have been only such that chanced to be
directly in the fracture path. Adjacent inclusions in the
highly stressed fracture sone showed practically no evi-
dence of separation, Figure 12 and Figure 13(B). The STS,
Figure 13(A), was found to be an exceptionally clean steel
almost free from inclusions.
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The etched microstructures in Fignres 14 and 15 depict
explosive impact effects on metal grain structure. The
well-known mechanical twins or Neumann bands associated
with shock deformation of ferrits were present in the =mild
steel (Figure 1l4). It has beern mentioned that shock
twinning may explain a unique property of high plastic
wave velocity in mild steel deduced from the hardness
patterns of sectioned impacts. The STS plate (Figure 15(4))
had a quenched and tempered structure with no evidenee of
shock twinning sven in minute ferrite grains near the " -y
impact face. The grain structure of thé aluminum alloy in -
Figure 15(B) likewise gave no visible ovidenco of special
effects from shock deformation.

COnggrison with Sgu;sh-ﬁggd Attggk

A section through a ailulatod squash-head impact on
5-inch Class B armor (similar to STS) was available from
another Naval Proving Ground project. It ia interésting to
note that the scab on the 1-1/2 inch STS plate of Figure 7
and the scab on the 5-inch plate shown in Figure 16 both
have similar characteristics.

CONCLUSIONS

As a result of the investigation conducted, it is
concluded that:

_ a. Materials may be compared for resistance to inter-
nal fracture from direct explosive attack by using a fixed
charge of explosive from which shock is conducted to the
material surface through a measured thickness of plastic
acting as a gap degrader.

b. At the same 1-1/2 inch thickness level, the mater-

ials in decreasing order of resistance to internal fracture
resulting from direct explosion impact were STS, mild steel
&nd 2024-T4 aluminum alloy.

c. The use of precision-molded plaatic disks as
degrading elements introdiuced a degree of controcl into the
test so that a shock.could be idemtified which would just
initiate internal cracking.
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d. There was some indication that internal crackiﬁg
may have been initiated at a greater distance from the
back surface than scabbing fracture.
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MACROSECTIONS AND HARDNESS DISTRIBUTIONS
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MACROSECTIONS AND HARDNESS DISTRIBUTIONS
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MACROSECTIONS AND HARDNESS DISTRIBUTIONS
IN DIRECT EXPLOSION TESTS AGAINST 1-1/2"
THICK PLATE OF 2024-T4 ALUMINUM ALLOY
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